Thermanit H Si npoBosIoKa

[MpoBoroka 13 HepXxaBetoLLEer CTanm, yCTONYMBaA K MEXKPUCTaNMTHOM 1 BRaxxHon koppo3un o 400°C.
CTOMKOCTb K KOPpPO3WM CPpaBHMMA CO CXOXWMW MO COCTaBy CTabMNU3MPOBAHHbIMU ayCTEHUTHLIMU
XPOMOHMKENEBbIMU CTanaMu, B T.4. nNUTbiMK. [NpoBoMoka npegHas3HadYeHa AfA CBapkM U HamnmaBKu B
crnyyasx MpUMEHEHUS, CBSA3AHHbIX CO CXOXMMMU MO XMMWUYECKOMY COCTaBy CTaOWUNM3MPOBAaHHbIMU U
HecTabunuampoBaHHbIMK aycTeHUTHbIMK CrNi(N) cTanamu, B T.4. NUTbIMK.

1.4550 — X6CrNiNb18-10; AISI 347, 321, 302, 304, 304L, 304LN; ASTM A296 Gr. CF 8C; A157 Gr. C9;
A320 Gr. B8C unn D

© Si Mn Cr Ni Mo
0,06 0,8 1,5 19,5 9,5 >12xC

[Mocne cBapku 400 570 30 65

3alUnTHBIN ras:

MonapHocTb =+ (EN ISO 14175) M12, M13

0,8 1,0 1,2

TUV (0604.), DB (43.132.06)



